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Plastit® SPCA218
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Plastit SPCA100

Kg per 100 kg cement
W/C ratio  Air content in

fresh concrete (%) Slump (cm)

Time (day)

3 7 28

 Compressive strength
(MPa)

0

0.5

0.48

0.48

2.0

1.8

6

18

13.3

13.1

18.5

19.3

28.8

29.2


